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bstract. We present a sapphire photonic crystal fiber
tructure. The structure consists of six holes symmetrically
rranged within the outer single crystal sapphire layer sur-
ounding the solid single crystal sapphire core. The single
rystal sapphire fibers produced are approximately 200 �m

n diameter with hole sizes in the range of 10 �m. This rep-
esents the first time that a photonic crystal fiber has been
abricated in single crystal sapphire. © 2010 Society of Photo-
ptical Instrumentation Engineers.
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Introduction

ptical fibers find wide use in communication and sensing
ystems. They can be produced from many different mate-
ials such as glass, plastic, and single crystals in a large
ariety of configurations and dimensions. Long distance
ommunication fibers are composed of a solid glass core
urrounded by a solid glass cladding of lower refractive
ndex, which serves to confine light to the central core,
hereby minimizing the transmission loss. New types of
ptical fibers have recently been developed that promise to
lay an important role in both sensing and communication
pplications. Photonic crystal fibers �PCFs�, which belong
o the class known as microstructured optical fibers �MOFs�
r holey fibers, were first reported in the 1990s1–3 and have
een the subject of intensive research ever since. Most
CFs consist of a pure silica core surrounded by ordered

ongitudinal air holes in the cladding region. Many PCF
tructures have been proposed �mainly differing in the size,
pacing, and number of air holes present in the cladding
egion�, including hollow core PCFs. Photonic crystal fi-
ers have ordered holes in which the holes occur in a regu-
ar or periodic pattern �giving rise to the term “crystal”� that
xtends along the length of the fiber. This stems directly
rom the fact that the fibers are drawn from preforms,
hich contain tubes that run the entire length of the pre-

orm. Recently, a new type of holey fiber, called the ran-
om hole optical fiber �RHOF�, has been developed.4 In
his type of fiber, thousands of longitudinal holes, which
urround the solid central optical core, are random in size,
patial location, and extent along the optical axis.5 Both the

091-3286/2010/$25.00 © 2010 SPIE
ptical Engineering 090501-
ordered hole and random hole fibers have some interesting
properties for sensing applications6–10 as well as for poten-
tial fibers for home applications.11

Photonic crystal fibers or “ordered hole” fibers have
generated a significant amount of interest due to their
unique properties, including an extremely small core size,
single mode guidance over a very large wavelength range,
and guidance through a hollow core.4–7 If the size and spac-
ing of the holes in the fiber are controlled properly, a pho-
tonic bandgap fiber can be produced. If the size and/or
spacing of the holes does not permit a photonic bandgap to
exist, the fiber can still guide light by lowering the average
effective index in the cladding region. Many useful fibers
and devices have been developed based on these ordered
hole PCFs. However, these are all based on silica fibers,
which limit the maximum use temperature due to fiber
crystallization, fiber reactions with the environment, or
glass creep under stress. Many industrial applications re-
quire sensors to be able to withstand high temperatures and
harsh environments.

Single crystal sapphire has a high melting point, ap-
proximately 2054°C, which provides a high laser damage
threshold.12 It also has superior mechanical characteristics,
excellent chemical resistance in corrosive environments,13

high hardness, and reasonably good optical propagation.
The transmission window for single crystal sapphire ex-
tends beyond 5 �m �with about a 20% transmission at
wavelengths as long as 6 �m for a 1-mm-thick sample�.
Other important properties of single crystal sapphire in-
clude good nonlinearity in the n2�3�10−20 m2 /W range14

and high availability, since single crystal sapphire can eas-
ily be grown by the laser heated pedestal growth �LHPG�
method.15 Extensive research has been performed to de-
velop sapphire fiber-based sensors. Various sensors, includ-
ing intrinsic and extrinsic interferometers, polarimetric de-
vices, and birefringence-balanced lead-insensitive sensors,
have been demonstrated for measurement of various physi-
cal parameters at high temperatures.16–20

However, full utilization of these devices has not been
realized in large part due to the lack of appropriate high
temperature claddings on sapphire optical fibers. The lack
of cladding on single crystal sapphire fibers results in
higher environmental vulnerability of the single crystal sap-
phire fibers due to fluctuations in the optical signal as a
result of materials adsorbed onto the fiber surface or reac-
tions at the sapphire surface; higher modal volume resulting
in higher phase differences between low and high order
modes; and increased sensitivity to the effects of fiber
bending due to the loss of the higher order modes. In this
work, we report for the first time on the design and fabri-
cation of a sapphire PCF.

2 Procedure

Single crystal sapphire fibers, with an outer diameter of
approximately 70 �m, were cleaved into seven pieces ap-
proximately 15 cm each. The fibers were cleaned in a series
of steps that included rinsing in alcohol, distilled water,
acetone, and diluted phosphoric acid. The fibers were as-
sembled in a pattern that consisted of a central fiber sur-
rounded by six outer fibers, forming a symmetric ring
around the central fiber. A schematic of the fiber placement
is shown in Fig. 1.
September 2010/Vol. 49�9�1



p
fi
m
c
r
A
i
1
f
o
o
m
p

3

L
t
a
R
c
3
m
s
c

s
t

F
w

OE Letters

O

The fibers were held in place using platinum wire. The
latinum wire was wound around the entire length of the
bers in several locations to preserve their ordered arrange-
ent. After the process was completed, the fibers were

leaned again. The fiber bundle was then placed on a po-
ous high purity alumina plate �Micromass, from Porvair
dvanced Materials, Norfolk, United Kingdom� and then

nserted into a Deltech furnace. The fibers were heated at
600°C for 12 h. The fibers were then removed from the
urnace and allowed to cool to room temperature. Polishing
f the fibers was performed with diamond polishing paper
f various grits. To accomplish this, the fibers were
ounted in a polishing fixture and bonded using a thermo-

lastic adhesive.

Results and Discussion

et the radius of the sapphire cylinders shown be R1 and
he radius of the hole that would fit between the cylinders
nd just touch each cylinder be R2; then the radius ratio of
2 /R1 would be 0.155 by simple geometrical
onsiderations.12 If the radius of the sapphire cylinders is
5 �m, then the radius of the holes would be approxi-
ately 5.4 �m. This would be the upper bound on the hole

ize, as sintering of the sapphire cylinders will tend to de-
rease the size of the hole.

The polished end-face of one of the fibers produced is
hown in Fig. 2. The sample was mounted in Crystal Bond
hermoplastic adhesive for polishing, and some of the Crys-

Fig. 1 Schematic of sapphire fiber structure.

ig. 2 Optical micrograph of fiber end-face �reflected light image�
ith the diameter of the sapphire elements shown as 70 �m.
ptical Engineering 090501-
tal Bond can still be seen on the edges of the fibers. The
micrograph was taken in reflected light to highlight the
structural aspects of the fiber.

The fibers were grown with the c-axis of the crystal
extending along the optical axis of the fiber �along the
length of the fiber�. Since single crystal sapphire has a hex-
agonal crystal structure, the two axes perpendicular to the
c-axis are equivalent and are referred to as the a-axis. So
the cross section of the fiber shown is taken perpendicular
to the c-axis of each of the fibers. Figure 3 shows an optical
micrograph of the fiber taken in transmitted light under
incandescent white light illumination from the backside of
the fiber, with no lens or other focusing device used.

As can be seen in this photograph, a significant amount
of light is propagating in the central “core” fiber, which
would be consistent with confinement in the core due to the
lowering of the average effective refractive index by the
holes in the PCF structure. This has been discussed exten-
sively in the literature for silica-based PCFs, but we believe
this is the first time that this has been demonstrated in a
sapphire PCF structure.

The bright region in the center of the micrograph is co-
incident with the central sapphire cylinder. Very faint light
spots can be seen surrounding the central fiber. These cor-
respond to the center positions of the sapphire cylinders
surrounding the central “core” sapphire cylinder. The sap-
phire PCF shown was heated to successively higher tem-
peratures, up to 1600°C, demonstrating the extremely high
temperature capability of these fibers. Single crystal sap-
phire in general is known to have excellent high tempera-
ture performance and excellent corrosion resistance, both of
which were expected to be inherited by the sapphire PCFs.

Modeling of the modes that are predicted to exist in
these fibers has been attempted with COMSOL �Burling-
ton, Massachusetts� Multiphysics 3.5a modeling software.
The fiber was modeled to scale and solved with a mesh
accuracy of 0.0780. The LP01 fundamental mode at a free
space wavelength of 1.55 �m is shown in Fig. 4. The other
modes that exist in this fiber are not shown due to length
limitations of this letter. The computer modeling of these
new sapphire fiber structures is ongoing. The results of
these efforts will be presented in a future paper.

Fig. 3 Optical micrograph of the photonic crystal sapphire fiber with
the diameter of the sapphire elements shown as 70 �m �transmis-
sion mode image�.
September 2010/Vol. 49�9�2
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Conclusion

sapphire photonic crystal fiber structure is presented. The
tructure consists of six holes surrounding the solid central
ore. Although this type of structure has been reported in
ilica-based fibers, this represents the first time that a pho-
onic crystal fiber has been fabricated in single crystal sap-
hire. The sapphire PCFs were heated to 1600°C, demon-
trating the excellent temperature capability of these fibers.
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